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A CdTe-based optical metamaterial, with large induced optical birefringence(4%), has been
produced and its optical properties fully characterized and modeled over the spectral range 1500–
450 nm. This metamaterial, which is related to mesoporous silica, is made using electrochemical
deposition in the presence of a lyotropic liquid crystal template. This process produces a
stoichiometric CdTe film containing a hexagonal array of,4.2 nm cylindrical pores with interpore
separation,6.5 nm. A model of the dielectric properties of the films indicates that their
birefringence can be entirely attributed to the film’s nanoporosity. ©2005 American Institute of
Physics. [DOI: 10.1063/1.1844035]

Three-dimensional nanostructuring of materials to pro-
duce metamaterials with innovative and optimized functional
properties is a developing field which is already showing
great promise. The most mature branch of this field is that of
metamaterials with engineered electromagnetic properties.
The most radical examples of these metamaterials are nega-
tive refractive index materials1 and photonic crystals.2

Metamaterials in which the electronic properties are con-
trolled are less common, however the potential in this area is
clearly demonstrated by nanocrystal superlattices involving
the intimate combination of magnetic and semiconducting
materials.3

The complexity and characteristic length scales associ-
ated with many metamaterials means that self-assembly tech-
niques are an ideal method for producing them. One particu-
larly promising route for this is the use of lyotropic liquid
crystal templates which are cast into solid form using sol-gel
or electrochemical deposition.4 Powdered mesoporous silica
and titania produced in this way have been known for some
time and are commercially exploited as high surface area
substrates for catalysis. For most optical and electronic ap-
plications, however, films or monoliths of these materials are
required. These have already been used in a number of dif-
ferent applications including; low dielectric constant materi-
als for transistors and optical coatings, supercapacitors,4,5

and to produce hybrid polymer/titania solar cells.6

Although liquid crystal templated films7 were first pro-
duced in 1995 the number of materials from which they have
been produced is so far quite limited. In particular, of all the
possible semiconductors, only the elemental semiconductors
Te,8 Se,9 and the oxide semiconductors Cu2O and ZnO10

have been templated. Cadmium–telluride is an ideal candi-
date as its band gap makes it well suited to photovoltaic
devices and high quality CdTe can be produced
electrochemically.11 Liquid crystal templated CdTe should be
an extremely interesting metamaterial with the nanostructur-
ing allowing control of the electronic band structure, lattice
vibrations, and charge carrier dynamics. In addition the in-
troduction of a hexagonal array of parallel pores using an HI

liquid crystal template(Fig. 1) will introduce strong form
birefringence12 into this normally nonbirefringent material.
This birefringence opens up applications such as
polarization-sensitive photoabsorption and phase-matched
nonlinear optical components. In this letter we describe the
production of high quality films of mesoporous CdTe and
their characterization as optical metamaterials.

The films were fabricated using a standard potentiostatic
electrochemical method with a three-electrode setup.8,13 The
plating mixture used consists of the deposition salts dis-
solved in sulphuric acid (0.15 M CdSO4 and
0.005 M TeO2,2 M H2SO4) and a commercial nonionic sur-
factant, C16EO8 (50% by weight of the final mixture). The
CdTe was deposited onto a 250-nm-thick gold on glass sub-
strate, area,1 cm2, using a platinum gauze counter elec-
trode and saturated calomel reference electrode(SCE). The
films were deposited at room temperature for between 5 and
15 h giving films of thickness 100–350 nm. In order to im-
prove the alignment of the liquid crystal, the deposition cell
was sealed, to prevent water loss, and heated to a tempera-
ture (4 °C) above the isotropic point(at 63 °C) and then
cooled at a rate of 0.2°C/min. After deposition the surfac-
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FIG. 1. (a) Representation of liquid crystal template at the surface of a gold
electrode. Electrodeposition occurs from the aqueous phase surrounding the
surfactant columns producing CdTe containing a hexagonal array of pores.
(b) CdTe film viewed through crossed polarizers showing a large birefrin-
gent domain. Polarized micro-reflectance spectra were measured as a func-
tion of the rotation of the sample,f. The circle indicates the size of the
region measured.
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tant was removed by soaking in de-ionized water for at least
24 h.

The chemical composition and crystalline form of the
films were characterized by energy dispersive x-ray analysis
and x-ray diffraction(XRD). The films were found to be of
uniform composition across the whole of the sample to
within the sensitivity of the energy dispersive x-ray analysis
measurements. It is possible to vary the measured composi-
tion of Cd to Te in the films over the range 27%/73% to
63%/37% by controlling the deposition potential from −0.5
to −0.7 V vs SCE. Stoichiometric films were produced in the
range −0.54 to −0.65 V, with a standard deposition being
performed at a potential of −0.58 V. It was determined by
monitoring the quasi-rest potential and resistive potential
drop during test depositions that the deposition potential did
not need to be adjusted during growth in order to maintain a
stoichiometric composition.14 All the diffraction peaks ob-
served in wide angle XRD from stoichiometric films can be
attributed to CdTe and the substrate. Interpreting the width of
the diffraction peaks using the Debye–Sherrer(DS) formula
gives grain sizes of 27 nm. This number should be taken as a
lower limit as nearly all the atoms in these materials are at
surfaces.

The nanostructuring of the films was determined using
low angle XRD and transmission electron microscopy
(TEM). The low angle XRDsCuKad typically only showed
the d100 diffraction peak from the hexagonal array of pores.
The lack of higher order peaks is expected from the pores
form factor. The period obtained from the low angle XRD is
6±1 nm and the translational order length scale determined
from the DS formula is 24 nm. TEM was performed on
material scraped from films. The TEM pictures clearly show
a hexagonal arrangement of pores with pore separation
7±0.5 nm.13

When viewed through crossed polarizers(Fig. 1), the
samples show similar texturing to that of the lyotropic liquid
crystal template with some large domains, of the order of
1 mm2. A number of techniques15–17 exist to produce align-
ment of lyotropic liquid crystals over large areas and with
some effort it should be possible to produce single domain
samples of areas greater than 1 cm2. Films produced electro-
chemically on the same substrates without the liquid crystal
template show no observable birefringence.

The “normal incidence” reflection spectra[Fig. 2(a)] of
single domains(Fig. 1) of a number of different samples
were measured using micro-spectroscopy with linearly polar-
ized white light illumination and polarization insensitive de-
tection. The sample was rotated about a vector perpendicular
to the film through the measurement point. The spectra were
normalized against a SiO2-protected aluminum mirror. The
reflectivity of the sample at specific wavelengths showed the
expected sinusoidal variation with angle[Fig. 2(c)]. These
measurements were used to determine the principal direc-
tions and their reflectance spectra.

The reflectance spectra show clear interference fringes
which together with the visual observation of “mirror like”
surfaces indicate the extremely flat surfaces of the films.
Measurements on films produced with a range of different
chemical compositions clearly indicate the difference be-
tween stoichiometric and nonstoichiometric films with the
latter having considerable absorption at energies beneath the
bulk CdTe band gap. The reflection spectrum of stoichio-
metric films have an inflection point at 820 nm, just higher in

energy than the band gap of bulk CdTe, at 830 nm, which we
attribute to the onset of absorption within the thin films. The
slight blueshift in the absorption edge of the mesoporous
material relative to bulk may be due to quantum confine-
ment. However, confirmation of this will require further ex-
perimental investigations. A comparison of the reflectance
spectra for the two principal directions shows a clear wave-
length shift of the fringes as expected for an anisotropic ma-
terial, with a birefringence of 4.3% for light traveling parallel
to the film normal. This figure varies from domain to domain
in the range 4.3% to 1.7%. Thus this CdTe metamaterial has
birefringence in excess of that of KDP and approximately six
times greater than quartz.18

In order to better quantify our measurements and deter-
mine if the observed birefringence could be explained solely
by the nanostructuring of the films we have modeled the
dielectric response expected for a mesoporous material in the
long wavelength limit. The dielectric coefficient for light po-
larized parallel to the cylindrical holes is given trivially by
the volume weighted average of the dielectric coefficients of
CdTe and air;ei= feCdTe+s1− fd where f is the volume frac-
tion of CdTe. For light polarized perpendicular to the cylin-
drical pores the result is far from trivial with a simple ana-
lytic formula only being available for pores whose diameter
is much smaller than their separation;19,20 the so called dilute
limit. We have therefore modeled the perpendicular dielectric
coefficient using two conceptually different models; direct
numerical solution of Laplace’s equation using a finite dif-
ference scheme21 and a Boundary Integral model22 which has
been solved analytically and numerically. The three solutions
obtained are in full agreement that the dilute limit formula
applies for a hexagonal arrangement of cylinders even if
those cylinders are basically touching, i.e., e'=1
+2fseCdTe−1d / s2+s1− fdseCdTe−1dd. From the modeling, it
is clear that this is due to the high symmetry arrangement of
the cylinders in a hexagonal lattice and the same models
applied to a rectangular latticedo notgive the dilute limit.

Reflectance spectra(Fig. 2) are calculated from the mod-
eled ordinary, no=Îe', and extraordinary, ne

FIG. 2. (a) Measured reflectance spectra for light polarized parallel to the
ordinary and extraordinary directions.(b) Theoretical predictions of spectra
in (a). (c) Reflectance at 577 nm(squares, left axis) and 722 nm(triangles,
right axis) as a function of the sample rotationf. (d) Comparison of mea-
sured and predicted difference between ordinary and extraordinary reflec-
tance spectra. Vertical lines on(a), (b), and(d) indicate CdTe room tempera-
ture bandgap at 830 nm.
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=Îe'ei / se' cos2 u+ei sin2 ud, refractive indexes for nor-
mally incident light using a standard transmission matrix
approach.23 Not counting the separately determined bulk
CdTe24 and Au dielectric coefficients,25 the fit contains three
free parameters; the volume fraction of CdTe, which controls
the fringe modulation depth, the thickness of the film, which
controls the spectral position of the fringe maxima and
minima, and the angle of the pores relative to the film normal
u, which controls the birefringence. As can be seen in Fig. 2
the agreement between theory and experiments is extremely
good. The fitting strongly constrains the fitting parameters.
The sample thickness obtained from the best fit is
317±5 nm. The best fit volume fraction, 0.63±0.07, corre-
sponds to 4.2±0.4 nm-diameter pores for an interpore dis-
tance of 6.5 nm, which is well within the limits which can be
placed on this parameter from the TEM data. As varying the
pore angle,u, allows the predicted birefringence to vary from
zero for parallel alignment to a maximum for perpendicular
alignment it is possible to fit the full range of birefringences
observed for different domains using this parameter alone.
The range of best fit angles obtained, 40–17°, is quite rea-
sonable and hard to verify independently.

In conclusion we have produced a CdTe based metama-
terial, containing a hexagonal array of,4 nm pores with
separation,6.5 nm. This metamaterial has strong optical bi-
refringence at energies above and below the band gap en-
ergy. The optical properties of films have been modeled us-
ing first principles electromagnetic simulations and have
been shown to be entirely explicable in terms of the nanopo-
rosity within the films.
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